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No Title Authors

P1 Field Emission Characteristics of a Film S. Kono, H. Otani, T. Goto, H. Sasaoka,
of Nano-Crystalline Diamond/Carbon K. Nishimura
Nano-Wall

P3 Assignment of local magnetic moment in M. Kotsugi , M. Mizuguchi, S. Sekiya,
 L10-type FeNi by photoelectron emission T. Ohkouchi, T. Kojima, K. Takanashi,
microscopy (PEEM)  Y. Watanabe
 magnet studied by PEEM and XMCD S. Komori, S. Itoda, Y. Nakatsu, M. Yano, 

N. Miyamoto, T. Nakamura,  T. Kinoshita, 
Y. Watanabe, A. Manabe, S. Suga, S. Imada

P5 Chemical structures and magnetic  R. Yamaguchi, K. Terashima, K. Fukumoto,  
domain of  Dy-doped Nd-Fe-B permanent Y. Takada, M. Kotsugi, Y. Miyata, K. Mima,  
 magnet studied by PEEM and XMCD S. Komori, S. Itoda, Y. Nakatsu, M. Yano, 

N. Miyamoto, T. Nakamura,  T. Kinoshita, 
Y. Watanabe, A. Manabe, S. Suga, S. Imada

P7 Spectromicroscopic Distinction of SiGe H. Fukidome, M. Kotsugi, T. Ohkouchi,
nanocompounds on Si(100) using Y. Enta, A. Alguno, M. Suemitsu, T. Kinoshita,
Photoemission Electron Microscopy  Y. Watanabe

P9 High energy photoelectron holography T. Matsushita , I. Pis, M. Kobata,
K. Kobayashi, H. Matsuda , F. Matsui, 
H.Daimon, A.Uesaka, K. Hayashi

P11 A modular approach to high pressure B. Krömker, A. Janzen, K. Winkler, Y. Enta, 
photoelectron spectroscopy R. Oiwa

P13 Present Status of Three-Dimensional K. Horiba, S. Toyoda, N. Nagamura,
Scanning  Photoelectron Microscope at H. Kumigashira, M. Oshima, K. Amemiya
SPring-8 BL07LSU

P15 Fluorescence EXAFS analysis of Eu-doped H. Ofuchi, A. Nishikawa, T. Kawasaki,
GaN layers grown by organometallic N. Furukawa, T. Honma, Y. Fujiwara
vapor phase epitaxy

P17 Effect of codoping and additive processes S. Misu, H. Ohnishi, T. Nakatani,
on microstructure for ZrO2-based  A. Nakahira
ceramics

P19 Photoelectron diffraction and holography H. Matsui, F. Matsui, T. Matsushita,
of  graphite and graphene M. Hashimoto, K. Goto, N. Maejima, 

H. Daimon
P21 Nano-scale characterization of poly-Si S. Toyoda, K. Horiba, Y. Nakamura,

gate on high-k gate stack structures by H. Kumigashira, M. Oshima, K. Amemiya
scanning  photoemission microscopy

P23 Modeling of Electron Beam Charging K. Ohya, H. Kuwada
 of an Insulating Layer on Materials

P25 In-situ Observation of Nitriding Processes Yu Chen, Y. Kasukabe, S. Yamamoto,
of  Evaporated-Ti Thin Films due to Ion M. Yoshikawa,  Y. Fujino
Implantation in an Analytical 
Transmission Electron Microscope

P27 Effect of ultrathin metal overlayer on M. Suzuki , M. Hashimoto, T. Yasue,
magnetic domain structure of Co/Ni T. Koshikawa, E. Bauer
thinfilms studied by high brightness and
highly spin-polarized low  energy electron
microscopy
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P29 Cathodoluminescence studies of Er-doped K. Watanabe, S. Cueff, B. Dierre,
Si nanocrystals in SiO2 film C. Labbé, F. Fabbri,  X. Portier, R. Rizk, 

T. Sekiguchi
P31 Morphology and properties of hybrid I. Aristova , O. Molodtsova, M.Knupfer,

systems comprising gold nanoparticles V. Kveder, C. Laubschat,  V. Aristov
 in CuPc matrices

P33 Magneto-resistance measurement  T.  Yamada, S. Schmaus, A. Bagrets,
through single phthalocyanine molecules   Y. Nahas,  A. Bork, F. Evers, W. Wulfhekel
with spin-polarized STM

P35 Quasi-particle interference on the M. Ye, K. Kuroda, S. Kim, A. Kimura,
topological surface induced by metallic K. Miyamoto, M. Nakatake, M. Arita, 
nano-clusters K. Shimada,  Y. Ueda, H. Namatame, 

M. Taniguchi
P37 AFM tip characterizer fabricated from  H. Takenaka, M. Hatayama, H. Ito,

Si/SiO2 multilayers T. Ohchi,S. Kurosawa, A. Takano, H. Itoh, 
S.Ichimura

P39 Vibrational Excitation of a Single  S. Katano, Y. Uehara
Benzene Molecule Adsorbed on  Cu
substrate Studied by Scanning Tunneling  
Microscope Light Emission Spectroscopy

P41 Low-temperature synthesis of highly T. Matsumoto , K. Koizumi
vertical  aligned multi-walled carbon 
nanotube by controlling of ion and 
electron energy

P43 Application of Novel Translation Effect Y. Kohmura, K. Sawada, Y. Tanaka,
inside deformed crystal to Nano-Science T. Ishikawa

P45 Good correlation of tilt angle of electron T. Tomie, T. Ishitsuka, T. Ito, M. Nagata
cloud of top surface atoms observed by 
EUPS with catalytic activity of powder 
catalysts for mobile exhaust

P47 Two-impurity Kondo effect under a E. Minamitani , W. Diño, H. Nakanishi,
magnetic field in surface systems H. Kasai

P49 Observation of Uniform Single-layer J. Gao, N. Ishida, T. Iwasaki, M. Kitahara, 
Graphene and Large area Graphene I. Scott, D. Fujita
Islands on Pd(111) Surface

P51 Vertical Assembly of Fe Nanoparticle  C. Kuo , H. Chang, W. Lin
Array on Au(111) by Xe Buffer Layer 
Assisted Nucleation with A Seeding 
Layer

P53 Twisting Motion of  Protein Investigated  H. Sekiguchi , A. Nakagawa, K. Moriya,
by Diffracted X-ray Tracking M. Yohda,  Y. Sasaki

P55 Effect of antiferromagnetic anisotropy on  Yong Hu, Yan Liu, Yan Qi, An Du
exchange bias in a single composite 
nanoparticle with unconventional 
antiferromagnetic-ferromagnetic
core-shell morphology
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P57 Kinetic Energy Effects on Initial Sticking K. Inoue, Y. Teraoka, Y. Kawakami,
of O2  Molecular Beams on Ni(111) A. Hiraya
Surface

P59 The smallest diameter of semiconducting N. Koike, M. Oda, Y. Shinozuka
carbon nanotube

P61 Self-organized Nanostructure Generated K. Niwase, F. Phillipp, A. Seeger
on Metal Surfaces under Electron 
Irradiation

P63 Observation of CuInSe2 crystal defect A.Takeshita , T. Tanaka, K. Hibino,
by STEM H.Sawada, Y. Kondo, T. Kubota, H. Miyake,

Y. Oshima, Y. Tanishiro, K. Takayanagi
P65 Adsorption site and orientation of gas  S. Iwata, K. Fukutani, Y. Sato, K. Tohji

molecule on/in Single-Walled Carbon 
Nanotubes as studied by cryo-TDS 
and FT-IR

P67 Nanostructure on the Surface Induced S. Liu, M. Sakurai, K. Asakura, N. Iida,
with Highly Charged Ions M. Tona,  T. Terui

P69 Evaluation of Few-layer Graphene Grown F. Maeda, H. Hibino, I. Hirosawa,
by Gas-source Molecular Beam Epitaxy   Y. Watanabe
Using Cracked Ethanol

P71 Nanoscale characterizations of SiC/SiO2 F. Fabbri, F. Rossi, G. Attolini, G. Salviati,
core/shell nanowires S. Iannotta, L. Aversa, R. Verucchi, M.Nardi,

N. Fukata,  B. Dierre, T. Sekiguchi
P73 Surface Processing by Polyatomic Cluster G. Takaoka, H. Ryuto, M. Takeuchi,

Ion Beams H. Mukai
P75 Deposition of  Ti-Si-C Thin Films by  T. Sonoda, S. Nakao

Magnetron DC-RF Sputtering Using 
Elemental Targets

P77 Two-photon Photoemission Study for  N. Hirata, M. Shibuta, S. Nagaoka,
Alkanethiol Self Assembled Monolayer A. Nakajima
on Au(111) surface

P79 In-situ EXAFS study on a spent CoMo Y. Iwanami, T. Konishi, M. Nakamura,
hydrodesulfurization catalyst during S. Konno, W. Sahara, K. Nitta, J. Nishino, 
regeneration  at various temperatures H. Nitani, Y. Niwa, M. Nomura


